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CUSTOMER NAME: EV MATERIALS CORPORATION

ADDRESS: 1305 N KNOLLWOOD CIR. ANAHEIM, CA 92801

Sample Name : Cementitious terrazzo

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2023-11-23

Testing Period : 2023-11-23 ~ 2023-11-30

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Tobby Yang
Authorized signatory
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Summary of Result:

No. Test Item Test Method Result Conclusion 

1 Center Point Loading Test Provided by client See results N/A

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:

Sample A Sample B

Sample C
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Test Item: Center Point Loading Test

Sample Description: See photo

Test Method: 

Provided by client: sample was placed on a provided pedestal system. A 25mm×25mm metal 

plate was placed on the center of sample. Apply load on the plate until the sample break.

Test Condition: 

Specimens: 600mm×600mm×22mm

Testing speed: 5mm/min

Test Result: 

Sample Specimen No. Maximum Load Failure Mode

1 2582 cracks on the back of the 
specimen

A

2 2473 cracks on the back of the 
specimen

3 2188 cracks on the back of the 
specimen

B

4 2251 cracks on the back of the 
specimen

5 2304 cracks on the back of the 
specimen

C

6 1959 cracks on the back of the 
specimen
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Test Photo:

During Test After Test



TEST REPORT
No.   : GZIN2311001139CM01_EN
Date : 2023-11-30
Page: 5 of  10

Annex:

Test Curve – Specimen No. 1
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Test Curve – Specimen No. 2
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Test Curve – Specimen No. 3
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Test Curve – Specimen No. 4
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Test Curve – Specimen No. 5
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Curve – Specimen No. 6

********End of report********
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